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Coating thickness : Min 5 um
a-b = Max 0.5 al-b1 =Max 0.5 Depth of complete decarburization :Max 0.015mm
Depth of decarburization :Max 0.3 mm
. Sol_w Mol Machi 1058 | Core Hardness(HRC) 20-30
REVEA | DATE  [1403/04/19| NAME | Zabini| Descripion | #e°— Jsb @bmal] Mechine
&= @_blt & Material 10B21 |Surface Hardness(HV)[ Max 320
. i i } T.S(M i
Standard List Part NO K99796-1095 Dia-of Material 12-11 (Mp2) Min 800
diameter blank] 9.60 Y.S (Mpa) Min 640
Dimension | KES E-A007B |Partname| M10 x 1.25 x ©m|®© length blank | - Proof Load (Mpa) 571
. i Weight EL (%) Min 12%
Mechanical | KES C-C001 | pwG.NO DNK99796-1095/01 4
- . . Rod Production SAIP2 Type Coating MFZn t1C
Coating KES C-F002 - Name |Data| Scale | 21| “20—2 & S proces Color Golden
- Quality Class | 8.8 [Salt Spray To SedimentRed Min120 h
Drawn B.Salehizade [01/04/01| Safety | [
Tolerances KES C-A001 : Salt Spray To Sediment .
o Cheked s.zabihi |01/04/01|Regularity| ] SEPAND PITCH[ coaing [corome Withe Min72 h
er
Standard KES C-C018 Confirmed K.Farahmand |01/04/01[ Unit : mm .m.@ OO- o—umnoaﬂﬂ ZNE@ . zwm” zcﬂcﬂo




