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Min 7 3101 2- Depth of ooggodw Qmwmwwcigaob ‘Max 0.015mm
92.5+02 106.5 %5 3-Depth of decarburization ‘Max 0.23mm

4- Control of surface defects : Standard KES C-C018
5- Without any cracks in the whole screw.

6- Without any cracks, burrs, rust, damage to the threads,
completeness and protective oil coating on the surface of screw

- .. = & Pl o934 Machine 135L | Core Hardness(HRC) 36-42
RE.VE1: DATA 1403/04/16] NAME | S.Zabihi| Description | b sla il L g4 i
B mted) Material |SCM435| Surface Hardness (HV) | Max 420
. Dia.of I
Standard List Part NO MB630-10-135A Mo | 125 T.8 (Mpa) Min 1176
JMMHMMW@ 10.9 Y.S (Mpa) Min 1058
Dimension --- Part name M11 x 1.5 x 106.5 -12.9-6g length blank | 115 Proof Load
. - g\ 1 rﬁ oc 1 0,
Mechanical | KES C-C001 | pwG.NO |  DNMB630-10-135A/01 st | 832 oL 00 Min 8%
: . - Rod Production Type Coating
Coating T --- Name | Data] Scale | 11| =2— &= process | PASAIP Color
Drawn M.Zolfaghari [02/02/12| Safety O Quality Class| 12.9 | SaltSpray To Sediment Red —
Tolerances -— -
om Cheked S.zabihi  [02/0212[Regularity] [] mm_u>7n_ww PITCH Coating  [** (1™ Salt Spray To Sediment White
ther
Standard Confirmed |K.Farahmand |02/02112|Unit : mm{E¢@ - Customer Name : mew motor ., .. |




