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ok B 2-Depth of decarburization :Max 0.22mm
3- Depth of complete decarburization :Max 0.015mm
0.2 +01 4- Without any cracks, burrs, rust, damage to the threads,
Min 1.2 completeness and protective oil coating on the surface of screw.
RE.VE:1| DATE |1403/04/13 | NAME | M.Abadiyan Description 95,1 el )l o5lass]
REVE2| DATE 1403/06/06 | NAME | M.Abadiyan | Description | %Izwmmwmu,uﬁuvﬁ =" | Machine | 135L | Core Hardness(HRC) | 24-32
RE.VE:3| DATE [1403/09/19 | NAME [ M.Abadiyan Description Jsozan mha v e (0458 Material wwmmmww\ Surface Hardness (HV) | Max 420
. Dia.of .
Standard List Part NO DN28080411A Matomel | 12 1.8 (Mpa) Min 800
Scale 1:1 dlameter | g 60 Y.S (Mpa) Min 640
— Dimension | RENAULT 07-02-041 [ Part name M8 x 1.25 x 15 -6¢g length blank - Proof Load -
Mechanical | RENAULT 39-02-201 DWG.NO DNDN28080411A/03 Weight 17.45 gr EL (%) Min 12%
R . . Rod Production Type Coating MFZnT2-C
Coating | KES C-F002 --- Name Data | Scale 111 )= T trrt process SAIP2 Color Golden
. M.Zolfaghari Quality CI 8.8 Salt Spray To Sediment Red |Min 144h
Tolerances Din 7168 Drawn olfaghari |02/04/12| Safety | [J SEPAND PITCH uali %4 ass pray _4: 1
Cheked S.Zabihi [02/04/12[Regularity] [] Coating  [Chromate| Salt Spray To Sediment White [Min 72 hrj
Other CcO
Standard Confirmed | K.Farahmand [02/04/12|Unit : mm . Customer Name : Saze Gostar




