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1- Coating thickness :Min Sum
N (a-b=Max0.5) (a1 -b1=Max 0.5) T
R1.2-03 S 2- Depth of decarburization :Max 0.3mm
L] A+w 3- Depth of complete decarburization :Max 0.015mm
% * —u : the Length of the thread for the bolt with a Length of 40 mm=32 +3
Q
ko X : the Length of the "X" for the bolt with a Length of Max 35mm=Max 3
Scale: 1.6:1 , — TR e e
RE.VE:1 DATE 1403/04/06] NAME [M.Abadiyan Description o o s Machine | 105SA | Core Hardness(HRC) 21-31
RE.VE:2 DATE 1403/04/30] NAME [M.Abadiyan Description d5225110515d 5k o3 Material [10821/10838 | Surface Hardness(HV) | Max 320
Dia.of
Standard List Part NO K99784-10(L20-40) material | 121" TS (p2) 785-961
dameer | 9,60 Y.S (Mpa) Min 628
Dimension | KES E-A007B |Part name M1 OX‘_ Mm_IAMO|A.Ov length blank| - Proof Load (Mpa) 571
. N Weight EL (%) Min 12%
Mechanical DWG.NO DNK99784-10/02 _ _
. . . Rod Production SAIP2 Type Coating MFZn T1C
Coating - - Name |Data| Scale 2411 )2 &2 S M“MM color_ Solden
Tolerances Drawn B.Salehizade |01/0331] Safety | [ SEPAND PITCH Class 8.8 | Salt Spray To SedimentRed | Min 120h
— Cheked S Zabihi 01/03/31 _NOOC_mlﬁv\ _H_ Coating Cromate | Salt Spray To Sediment Withe | Min 72h
wﬁmsamm”._d - Confirmed | K.Farahmand [01/03/31| Unit : mm [ CO. Customer Name : |Mega Motor/Saze Gostar/Behran Motor




